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The following sample(s) was/were submitted and identified bylon behalf of the client as :

Sample Descriplion 1 STWAFER

Buyer/Order Mo, :  WAFER'WORKS CORP.

Sample Receiving Date 1 2007/0MM2

Testing Period ;200701112 TO 2007101189

Test Requested : Inaccordance with the RoHS Directive 2002/05/EC, and its

amendment directives,

Test Methed : With reference to IEC 62321, Ed.1 111/54/C0DV
Procedures for the Determination of Levels of Requlated
Substances in Electrotechnical Products,

{1)  Determination of Cadmium by ICP-AES.

(2) Determination of Lead by ICP-AES.

{3) Determination of Mercury by ICP-AES.

{4) Delermination of Hexavalent Chromium for non-metallic
samples by UV/Vis Spectrometry.

{5} Determination of PBB and PBDE by GC/MS.

Test Result(s) Flease refer o next page(s).

Based on the performed tests on submitted samples, the test results
are compliant with the limits of RoHS Directive 2002/95/EC and ils
subsequent amendments,

Conclusion
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